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(57) ABSTRACT

A reflective article, such as a solar mirror, includes a highly
transparent substrate having a first major surface and a second
major surface. Atleast one reflective coating is formed over at
least a portion of one of the surfaces, e.g., the second major
surface (or, alternatively, the first major surface). The reflec-
tive coating includes at least one metallic layer. An encapsu-
lation structure can be formed over at least a portion of the
second reflective coating.

20 Claims, 4 Drawing Sheets
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1
REFLECTIVE ARTICLE HAVING MULTIPLE
REFLECTIVE COATINGS

CROSS REFERENCE TO RELATED
APPLICATION

This application is a continuation of U.S. application Ser.
No. 12/330,651, filed Dec. 9, 2008, which claims priority to
U.S. Provisional Application No. 61/035,587, filed Mar. 11,
2008, both of which applications are herein incorporated by
reference in their entirety. This application is also related to
U.S. application Ser. No. 12/330,618, entitled “Reflective
Article And Method Of Making A Reflective Article”, and
U.S. application Ser. No. 12/330,580, entitled “Reflective
Article”, both of which applications are also herein incorpo-
rated by reference in their entirety.

BACKGROUND OF THE INVENTION

1. Field of the invention

This invention relates generally to coated substrates and, in
one particular embodiment, to a coated glass substrate par-
ticularly useful for the reflection of electromagnetic radia-
tion, such as electromagnetic solar radiation.

2. Technical Considerations

With the increasing costs of fossil-based fuels, solar power
is becoming a more commercially acceptable and economi-
cally viable source of energy. One known application is using
mirrors to concentrate solar power for electrical generation.
Mirrors having high reflectance of solar radiation are used for
“concentrated solar thermal power” (CSTP) installations.
There are several different mirror geometries used for these
applications. One conventional system uses curved parabolic
solar mirrors to concentrate solar energy onto tubes posi-
tioned along a focal line. A heat transfer medium in the tubes
carries the absorbed heat energy to a generator station where
it is used for power generation. Another conventional system
uses a solar tower in which a number of flat solar mirrors
direct solar energy at a particular location on the tower. The
heat generated by the focused solar energy is transferred to a
working fluid, such as sodium, and the heated working fluid is
used for power generation.

Another application of such mirrors is for “concentrated
photovoltaics” (CPV). In this application, mirrors focus or
concentrate solar energy onto high-efficiency photovoltaic
(PV) devices, thereby improving the energy output per
device.

In these known systems, it is desirable that the mirrors
reflect as much solar energy as possible. It is also desirable
that the mirrors have as long a commercial life as possible to
preclude frequent changing of the mirrors.

Conventional mirror technology utilizes a wet chemical
application process in which silver is precipitated onto a glass
substrate from a silver nitrate solution. A problem with this
known system is that the spent solution must be disposed ofin
an environmentally friendly manner. Moreover, such conven-
tional systems do not permit the coated article to be processed
at high temperatures (e.g., for heat-strengthening, tempering
or bending) after deposition of the silver layer because this
will damage the silver layer. While some conventional mir-
rors have a wet-chemical applied copper layer over the silver
layer to retard corrosion of the silver, these conventional
copper layers cannot protect the silver layer sufficiently to
allow the coated glass to be heated to its softening point.
Further, the deposition of copper by wet chemistry is unat-
tractive due to environmental reasons, particularly due to
disposal of the wet chemical waste stream.
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2

Therefore, it would be advantageous to provide a reflective
article and a method of making a reflective article which
eliminate or reduce at least some of the problems associated
with such conventional articles.

SUMMARY OF THE INVENTION

A reflective article comprises a transparent substrate hav-
ing a first major surface and a second major surface. A sec-
ondary reflective coating is formed over at least a portion of
the second major surface and comprises one or more dielec-
tric layers. A primary reflective coating is formed over at least
aportion of the secondary reflective coating and comprises at
least one metallic layer. A protective coating is formed over at
least a portion of the primary reflective coating.

Another reflective article comprises a transparent glass
substrate having a first major surface and a second major
surface. A secondary reflective coating is formed over at least
aportion of the second major surface, wherein the secondary
reflective coating comprises a first layer comprising a mate-
rial selected from metal oxides, nitrides, and oxynitrides and
a second layer formed over at least a portion of the first layer
and comprising a material selected from metal oxides,
nitrides, and oxynitrides, and wherein the first layer has a
higher refractive index than the second layer. A primary
reflective coating is formed over at least a portion of the
secondary reflective coating, wherein the primary reflective
coating comprises at least one metal selected from platinum,
iridium, osmium, palladium, aluminum, gold, copper, silver,
or mixtures, alloys, or combinations thereof, and wherein the
primary reflective coating has a thickness in the range of 50
nm to 500 nm, and wherein the primary reflective coating is
opaque to visible light. An anti-corrosion coating is formed
over at least a portion of the primary reflective coating,
wherein the anti-corrosion coating comprises at least one
metal or metal alloy from members of Groups 2-16 of the
Periodic Table of the Elements and has a thickness in the
range of 20 nm to 40 nm. A top coat is formed over at least a
portion of the anticorrosion coating, wherein the top coat
comprises at least one layer comprising a material selected
from metal oxides, nitrides, oxynitrides, borides, fluorides, or
carbides, and wherein the top coat has a thickness in the range
of'5 nm to 500 nm. An inorganic protective coating is formed
over at least a portion of the top coat, wherein the protective
coating comprises a material selected from silica, alumina, or
a mixture of silica and alumina and has a thickness in the
range of 50 nm to 500 nm.

A method of making a reflective article comprises the steps
of: providing a transparent glass substrate having a first major
surface and a second major surface; forming a secondary
reflective coating over at least a portion of the second major
surface and comprising one or more dielectric layers; forming
a primary reflective coating over at least a portion of the
secondary reflective coating and comprising at least one
metallic layer; and forming a protective coating over at least
a portion of the primary reflective coating.

A further reflective article comprises a transparent sub-
strate having a first major surface and a second major surface.
An infrared reflective layer is over at least a portion of the
second major surface. An adhesive layer is over at least a
portion of the infrared reflective layer, the adhesive layer
comprising at least one material selected from oxides,
nitrides, or oxynitrides of zinc, tin, titanium, and combina-
tions thereof. A primary reflective coating is over at least a
portion ofthe adhesive layer and comprises at least one metal-
lic layer. An anti-corrosion coating is over at least a portion of
the primary reflective coating. A topcoat is over at least a
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portion of the anti-corrosion coating and comprises one or
more oxide materials. A protective coating is over at least a
portion of the topcoat.

An additional reflective article comprises a transparent
glass substrate having a first major surface and a second major
surface. An infrared reflective layer is over at least a portion of
the second major surface. An adhesive layer is over at least a
portion of the infrared reflective layer, the adhesive layer
comprising at least one material selected from oxides,
nitrides, or oxynitrides of zinc, tin, titanium, and combina-
tions thereof. A primary reflective coating is over at least a
portion of the adhesive layer, wherein the primary reflective
coating comprises at least one metal selected from platinum,
iridium, osmium, palladium, aluminum, gold, copper, silver,
or mixtures, alloys, or combinations thereof, and wherein the
primary reflective coating has a thickness in the range of 50
nm to 500 nm, and wherein the primary reflective coating is
opaque to visible light. An anti-corrosion coating is over at
least a portion of the primary reflective coating, wherein the
anti-corrosion coating comprises at least one metal or metal
alloy from members of Groups 2-16 of the Periodic Table of
the Flements and has a thickness in the range of 20 nm to 40
nm. A top coat is over at least a portion of the anti-corrosion
coating, wherein the top coat comprises at least one layer
comprising a material selected from metal oxides, nitrides,
oxynitrides, borides, fluorides, or carbides, and wherein the
top coat has a thickness in the range of 5 nm to 500 nm. An
inorganic protective coating is over at least a portion of the top
coat, wherein the protective coating comprises a material
selected from silica, alumina, or a mixture of silica and alu-
mina and has a thickness in the range of 50 nm to 500 nm.

Another method of making a reflective article comprises,
on a transparent glass substrate having a first major surface
and a second major surface, forming an infrared reflective
layer over at least a portion of the second major surface. An
adhesive layer is formed over at least a portion of the infrared
reflective layer, the adhesive layer comprising at least one
material selected from oxides, nitrides, or oxynitrides of zinc,
tin, titanium, and combinations thereof. A primary reflective
coating is formed over at least a portion of the adhesive layer,
the primary reflective coating comprising at least one metallic
layer. An anti-corrosion coating is formed over at least a
portion of the primary reflective coating, the anti-corrosion
coating comprising at least on nickel containing material. A
topcoat is formed over at least a portion of the anti-corrosion
coating, the topcoat comprising one or more oxide materials.
A protective coating is formed over at least a portion of the
primary reflective coating.

BRIEF DESCRIPTION OF THE DRAWINGS

The invention will be described with reference to the fol-
lowing drawing figures wherein like reference numbers iden-
tify like parts throughout.

FIG. 1A is aside, sectional view (not to scale) of a reflective
article incorporating features of the invention;

FIG. 1B is a side, sectional view (not to scale) of another
reflective article incorporating features of the invention;

FIG. 1C is a side, sectional view (not to scale) of a further
reflective article incorporating features of the invention;

FIG. 2 is a side, sectional view (not to scale) of another
reflective article of the invention;

FIG. 3 is a side, sectional view (not to scale) of a further
reflective article of the invention;

FIG. 4 is a side, sectional view (not to scale) of an addi-
tional reflective article of the invention; and
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FIG. 5 is a side view (not to scale) of a reflective article of
the invention attached to a base.

DESCRIPTION OF THE PREFERRED
EMBODIMENTS

As used herein, spatial or directional terms, such as “left”,
“right”, “inner”, “outer”, “above”, “below”, and the like,
relate to the invention as it is shown in the drawing figures.
However, it is to be understood that the invention can assume
various alternative orientations and, accordingly, such terms
are not to be considered as limiting. Further, as used herein,
all numbers expressing dimensions, physical characteristics,
processing parameters, quantities of ingredients, reaction
conditions, and the like, used in the specification and claims
are to be understood as being modified in all instances by the
term “about”. Accordingly, unless indicated to the contrary,
the numerical values set forth in the following specification
and claims may vary depending upon the desired properties
sought to be obtained by the present invention. At the very
least, and not as an attempt to limit the application of the
doctrine of equivalents to the scope of the claims, each
numerical value should at least be construed in light of the
number of reported significant digits and by applying ordi-
nary rounding techniques. Moreover, all ranges disclosed
herein are to be understood to encompass the beginning and
ending range values and any and all subranges subsumed
therein. For example, a stated range of “1 to 10” should be
considered to include any and all subranges between (and
inclusive of) the minimum value of 1 and the maximum value
of'10thatis, all subranges beginning with a minimum value of
1 or more and ending with a maximum value of 10 or less,
e.g.,11t03.3,4.7t07.5,5.5t0 10, and the like. Further, asused
herein, the terms “formed over”, “deposited over”, or “pro-
vided over” mean formed, deposited, or provided on but not
necessarily in direct contact with the surface. For example, a
coating layer “formed over” a substrate does not preclude the
presence of one or more other coating layers or films of the
same or different composition located between the formed
coating layer and the substrate. As used herein, the terms
“polymer” or “polymeric” include oligomers, homopoly-
mers, copolymers, and terpolymers, e.g., polymers formed
from two or more types of monomers or polymers. The terms
“visible region” or “visible light” refer to electromagnetic
radiation having a wavelength in the range of 380 nm to 780
nm. The terms “infrared region” or “infrared radiation” refer
to electromagnetic radiation having a wavelength in the range
of greater than 780 nm to 100,000 nm. The terms “ultraviolet
region” or “ultraviolet radiation” mean electromagnetic
energy having a wavelength in the range of 100 nm to less
than 380 nm. Additionally, all documents, such as but not
limited to issued patents and patent applications, referred to
herein are to be considered to be Incorporated by reference”
in their entirety. Also, parameters such as “visible transmis-
sion” and “visible reflection” and the like are those deter-
mined using conventional methods. Those skilled in the art
will understand that properties such as visible transmission or
visible reflection can vary based on the physical dimensions,
e.g., thickness, of the article being tested. Therefore, any
comparison to the present invention should be calculated atan
equivalent thickness.

For purposes of the following discussion, the invention will
be discussed with reference to use with a reflective article to
reflect electromagnetic radiation, such as but not limited to a
solar mirror to reflect electromagnetic solar radiation. As used
herein, the term “solar mirror” refers to any article configured
to reflect electromagnetic solar radiation, such as visible and/
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or infrared and/or ultraviolet radiation, e.g., for use in con-
centrated solar power systems. However, it is to be under-
stood that the invention is not limited to use with solar mirrors
but could be practiced with articles in other fields, such as but
not limited to laminated or non-laminated residential and/or
commercial mirrors, or reflectors for high-performance opti-
cal systems (e.g., video projectors or optical scanners), just to
name a few. Therefore, it is to be understood that the specifi-
cally disclosed exemplary embodiments are presented simply
to explain the general concepts of the invention and that the
invention is not limited to these specific exemplary embodi-
ments.

In a broad aspect, the reflective article of the invention
comprises at least some of the following components: (1) a
light-transmitting substrate or superstrate having low absorp-
tion of solar radiation in the region(s) of the electromagnetic
spectrum that it is desirable for the article to reflect, (2) one or
more primary reflective layer(s) having high reflectivity of
solar radiation in the region(s) of the electromagnetic spec-
trum that is desirable to be reflected, (3) optional “primer” or
“blocker” or “barrier” layer(s) which can help preserve the
reflective properties of the reflective layer(s) and/or improve
the adhesion of adjacent components, (4) one or more
optional secondary reflective layers such as additional metal,
semiconductor, dielectric, and/or composite layers which can
enhance the reflectivity of the article over some or all of the
desired wavelength range and/or serve to protect the primary
reflective layer(s) and/or serve to prevent diffusion of chemi-
cal species between layers and/or substrates/superstrates, (5)
optional corrosion-inhibiting layer(s), (6) optional sacrificial
layer(s) comprising materials which exhibit greater propen-
sity to corrode than the materials comprising components 2,
3, and/or 4, (7) optional layer(s) of materials (e.g. metal or
metal alloys) which are corrosion-resistant and/or form pas-
sivation layers that prevent chemically-reactive environmen-
tal species from interacting/reacting with other components,
(8) optional encapsulation layer(s) which protect underlying
layers (especially reflective layer(s)) from attack by environ-
mental hazards (e.g. atmospheric pollutants, water, mechani-
cal hazards), (9) optional adhesive layer(s) which bond the
article to optional underlying larnina/plies/substrates/super-
strates or other supporting structures, (10) optional polymeric
layer(s), (11) optional additional lamina/plies/substrates/su-
perstrates, (12) optional low-maintenance (e.g. hydrophillic
and/or photocatalytic or hydrophobic) top surface, and (13)
optional edge sealants.

A non-limiting reflective article incorporating features of
the invention is illustrated in FIG. 1A and will be described
herein as a solar mirror 1. The solar mirror 1 can have any
desired reflectance or transmittance in the region(s) of inter-
est within the electromagnetic spectrum (e.g., ultraviolet,
visible, near infrared, far infrared, microwave, radiowave,
etc.). For example, the solar mirror 1 can have a visible light
reflection at a wavelength of 550 nm of at least 85%, such as
at least 90%, such as at least 95%.

In the embodiment illustrated in FIG. 1A, the solar mirror
1 includes a substrate or ply 12 with a first major surface 14,
i.e. an outer major surface, and an opposed second major
surface 16, i.e. an inner major surface. In the following dis-
cussion, the first major surface 14 faces the incident radiation
and the second surface 16 faces opposite the direction of the
incident radiation. An optional basecoat 102 can be provided
over at least a portion of one of the major surfaces, such as the
second major surface 16. In illustrated non-limiting embodi-
ment, a primary reflective coating 22 is formed over at least a
portion of the second major surface 16, e.g. over at least a
portion ofthe basecoat 102, if present. A protective coating 50
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6

is provided over at least a portion of the primary reflective
coating 22. While in the illustrated embodiment the coatings
are formed over the second major surface 16, it is understood
that at least some of the coatings could alternatively be
formed over the first major surface 14.

In the broad practice of the invention, the ply 12 can
include any desired material having any desired characteris-
tics. For example, the ply 12 can be transparent or translucent
to visible light. By “transparent” is meant having a transmis-
sion of greater than 0% up to 100% in a desired wavelength
range, such as visible light. Alternatively, the ply 12 can be
translucent. By ‘translucent’ is meant allowing electromag-
netic radiation (e.g., visible light) to be transmitted but dif-
fusing or scattering this radiation. Examples of suitable mate-
rials for the ply 12 include, but are not limited to,
thermoplastic, thermoset, or elastomeric polymeric materi-
als, glasses, ceramics, and metals or metal alloys, and com-
binations, composites, or mixtures thereof. Specific examples
of suitable materials include, but are not limited to, plastic
substrates (such as acrylic polymers, such as polyacrylates;
polyalkylmethacrylates, such as polymethyimethacrylates,
poiyethylmethacrylates, polypropylmethacrylates, and the
like; polyurethanes; polycarbonates; polyalkylterephthalates,
such as polyethyleneterephthalate (PET), polypropylene-
terephthalates, polybutyieneterephthalates, and the like; pol-
ysiloxane-containing polymers; or copolymers of any mono-
mers for preparing these, or any mixtures thereof); ceramic
substrates; glass substrates; or mixtures or combinations of
any of the above. For example, the ply 12 can include con-
ventional soda-lime-silicate glass, borosilicate glass, or
leaded glass. The glass can be clear glass. By “clear glass™ is
meant non-tinted or non-colored glass. Alternatively, the
glass can be tinted or otherwise colored glass. The glass can
be annealed or heat-treated glass. As used herein, the term
“heat treated” means tempered, bent, heat strengthened, or
laminated. The glass can be of any type, such as conventional
float glass, and can be of any composition having any optical
properties, e.g., any value of visible transmission, ultraviolet
transmission, infrared transmission, and/or total solar energy
transmission. The ply 12 can be, for example, clear float glass
or can be tinted or colored glass. Although not limiting to the
invention, examples of glass suitable for the ply 12 are
described in U.S. Pat. Nos. 4,746,347, 4,792,536, 5,030,593,
5,030,594, 5,240,886; 5,385,872; and 5,393,593. The ply 12
can be of any desired dimensions, e.g., length, width, shape,
or thickness. In one exemplary embodiment, the first ply 12
can be greater than 0 up to 10 mm thick, such as 1 mm to 10
mm thick, e.g., | mmto 5 mm thick, e.g., less than 4 mm thick,
e.g., 3 mm to 3.5 mm thick, e.g., 3.2 mm thick. Additionally,
the ply 12 can be of any desired shape, such as flat, curved,
parabolic-shaped, or the like. Also, when the primary reflec-
tive layer(s) 22 reside on the second major surface 16 of the
article, the ply 12 can comprise one or more materials that
exhibit low absorption of electromagnetic radiation in the
region(s) of electromagnetic radiation desired to be reflected.

Inone non-limiting embodiment, the ply 12 can have a high
visible light transmission at a reference wavelength of 550
nanometers (nm) and a reference thickness of 3.2 mm. By
“high visible light transmission” is meant visible light trans-
mission at 550 nm of greater than or equal to 85%, such as
greater than or equal to 87%, such as greater than or equal to
90%, such as greater than or equal to 91%, such as greater
than or equal to 92%, such as greater than or equal to 93%,
such as greater than or equal to 95%, at 3.2 mm reference
thickness for the ply. Particularly useful glass for the practice
of the invention is disclosed in U.S. Pat. Nos. 5,030,593 and
5,030,594. Non-limiting examples of glass that can be used



US 9,140,832 B2

7

for the practice ofthe invention include, but are not limited to,
Starphire®, Solarphire®, Solarphire® PV, Solargreen®,
Solextra®, GL-20®, GL35™, Solarbronze CLEAR, and
Solargray® glass, all commercially available from PPG
Industries Inc. of Pittsburgh, Pa.

The basecoat 102 can provide a stronger or more durable
interface between the ply 12 and the primary reflective coat-
ing 22. The basecoat 102 can comprise one or more materials
chosen such that the interface between the basecoat 102 and
the primary reflective coating 22 is more mechanically,
chemically, and/or environmentally stable than an interface
between the ply 12 and the primary reflective layer 22. Also,
the basecoat 102 can serve as a diffusion barrier to the
elemental exchange between the ply 12 and the primary
reflective coating 22 (such as the migration of sodium out of
the glass substrate into the overlying coating(s) or the migra-
tion of metal, e.g., silver, from the primary reflective coating
22 to the glass), especially as might occur as the result of
subjecting the coated article to elevated temperatures, for
example, for bending or heat strengthening. Additionally or
alternatively, the basecoat 102 can provide a smoother or
more planar surface upon which to deposit an overlaying
coating, e.g., the primary reflective coating 22. Examples of
materials suitable for the basecoat 102 include, but are not
limited to, inorganic materials such as but not limited to
transparent low absorption dielectrics, such as metal oxides
or combinations, composites, or mixtures of metal oxides.
Examples of suitable metal oxides include alumina, titania,
zirconia, zinc oxide, zinc stannate, tin oxide, or mixtures or
combinations thereof. Other examples for the basecoat 102
include one or more layers of silicon dioxide and/or silicon
nitride. In one non-limiting embodiment, the basecoat 102
comprises titania. The basecoat 102 can have any composi-
tion or thickness to provide sufficient functionality to the
article (e.g., mechanical, chemical, passivation, planariza-
tion, adhesion, diffusion barrier properties, environmental
durability enhancement, optical). In one particular embodi-
ment where the basecoat 102 is titania, the basecoat 102 has
a thickness in the range o' 0.1 nm to 5 nm, such as 0.1 nm to
3 nm, such as 0.5 nm to 3 nm, such as 1 nm to 3 nm, such as
0.6 nm to 2 nm, such as 1 nm to 2 nm, such as 1.5 nm to 2 nm,
such as 1.8 nm.

The primary reflective coating 22 is formed over at least a
portion of the second major surface 16, e.g., over at least a
portion of the basecoat 102, if present. The primary reflective
coating 22 comprises one or more inorganic or organic dielec-
trics, metals, or semiconductors selected to reflect one or
more portions of the electromagnetic spectrum, such as one or
more portions in the range of electromagnetic solar radiation.
In one non-limiting embodiment, the primary reflective coat-
ing 22 comprises one or more radiation reflective metallic
films or layers. Examples of suitable reflective metals
include, but are not limited to, metallic platinum, iridium,
osmium, palladium, aluminum, gold, copper, silver, or mix-
tures, alloys, or combinations thereof. In one nonlimiting
embodiment, the primary reflective coating 22 comprises a
metallic silver layer having a thickness in the range of 50 nm
to 500 nm, such as 50 nm to 300 nm, such as 60 nm to 400 nm,
such as 60 nm to 300 nm, such as 70 nm to 300 nm, such as 80
nm to 200 nm, such as 60 nm to 160 nm, such as 90 nm to 150
nm, such as 90 nm to 140 nm, such as 90 nm to 130 nm, such
as 100 nm to 130 nm, such as 120 nm to 130 nm. In one
particular non-limiting embodiment, the primary reflective
coating 22 comprises metallic silver and has a thickness of at
least 50 nm, such as at least 60 nm, such as at least 70 nm, such
as at least 80 nm (for example, in the range of 70 nm to 90
nm). The primary reflective coating 22 can be deposited to a
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thickness such that the article 1 has any particular desired
level of reflectance in the desired range of electromagnetic
radiation to be reflected. The primary reflective coating 22
can be deposited to a thickness sufficient that the primary
coating 22 is opaque in a desired wavelength range, such as
visible light. The primary reflective coating 22 can be par-
ticularly useful in reflecting visible and solar infrared energy.
In one particular nonlimiting embodiment, the primary
reflective coating 22 is deposited by a conventional sputtering
process, as described in more detail below. In another non-
limiting embodiment, the primary reflective coating 22 can
comprise a “high reflector” comprising a plurality of alternat-
ing high and low refractive index materials.

The protective coating 50 assists in protecting the under-
lying layers, such as the primary reflective layer 22, from
mechanical and chemical attack during manufacture, transit,
handling, processing, and/or during the mirror’s service life
in the field. The protective coating 50 also helps protect the
underlying layers from the ingress of liquid water, water
vapor, and other environmental pollutants (be they solid, lig-
uid or gas). The protective coating 50 can be an oxygen barrier
coating layer to prevent or reduce the passage of ambient
oxygen into the underlying layers during subsequent process-
ing, e.g., such as during heating or bending. The protective
coating 50 can be of any desired material or mixture of mate-
rials, such as but not limited to one or more inorganic mate-
rials. In one exemplary embodiment, the protective coating
50 can include a layer having one or more metal oxide mate-
rials, such as but not limited to oxides of aluminum, silicon, or
mixtures thereof. For example, the protective coating 50 can
be a single coating layer comprising in the range of O wt. % to
100 wt. % alumina and/or 100 wt. % to 0 wt. % silica, such as
1 wt. % to 99 wt. % alumina and 99 wt % to 1 wt % silica, such
as 5 wt. % to 95 wt. % alumina and 95 wt. % to 5 wt. % silica,
such as 10 wt. % to 90 wt. % alumina and 90 wt. % to 10 wt.
% silica, such as 15 wt. % to 90 wt. % alumina and 85 wt. %
to 10 wt. % silica, such as 50 wt. % to 75 wt. % alumina and
50 wt. % to 25 wt. % silica, such as 50 wt. %, to 70 wt. %
alumina and 50 wt. % to 30 wt. % silica, such as 35 wt. % to
100 wt. % alumina and 65 wt. % to 0 wt. % silica, e.g., 70 wt.
% to 90 wt. % alumina and 30 wt. % to 10 wt % silica, e.g., 75
wt % to 85 wt % alumina and 25 wt. % to 15 wt. % of'silica,
e.g., 88 wt. % alumina and 12 wt. %silica, e.g., 65 wt. % to 75
wt. % alumina and 35 wt. % to 25 wt. % silica, e.g., 70 wt. %
alumina and 30 wt. silica, e.g., 60 wt. % to less than 75 wt. %
alumina and greater than 25 wt. % to 40 wt. % silica. In one
particular non-limiting embodiment, the protective coating
50 comprises 40 wt. % to 15 wt. % alumina and 60 wt. % to
85 wt. % silica such as 85 wt % silica and 15 wt. % alumina.
Other materials, such as aluminum, chromium, hafnium,
yttrium, nickel, boron, phosphorous, titanium, zirconium,
and/or oxides thereof, can also be present, such as to adjust
the refractive index of the protective coating 50. In one non-
limiting embodiment, the refractive index of the protective
coating 50 can be in the range of 1 to 3, such as 1 to 2, such as
1.4to2,suchas1.4to1.8.

In one non-limiting embodiment, the protective coating 50
comprises a combination of silica and alumina. The protec-
tive coating 50 can be sputtered from two cathodes (e.g., one
silicon and one aluminum) or from a single cathode contain-
ing both silicon and aluminum. This silicon/aluminum oxide
protective coating 50 can be written as Si Al;_ O 5.,
where x can vary from greater than O to less than 1. In one
specific non-limiting embodiment, the protective coating 50
can be a silicon/aluminum oxide coating (Si, Al; O, 5,.»)
having a thickness in the range of 5 nm to 5,000 nm, such as
5 nmto 1,000 nm, such as 10 nm to 100 nm, e.g., 10 nm to 50
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nm, such as 10 nm to 40 nm, such as 20 nm to 30 nm, such as
25 nm. Further, the protective coating 50 can be of non-
uniform thickness. By “non-uniform thickness” is meant that
the thickness of the protective coating 50 can vary over a
given unit area, e.g., the protective coating 50 can have high
and low spots or areas. In another non-limiting embodiment,
the protective coating 50 comprises a silicon/aluminum oxide
coating or mixture of silica and alumina, such as 85 wt. %
silica and 15 wt. % alumina, and has a thickness in the range
of 10 nm to 500 nm, such as 20 nm to 300 nm, such as 50 nm
to 300 nm, e.g., 50 nm to 200 nm, such as 50 nm to 150 nm,
such as 50 nm to 120 nm, such as 75 nm to 120 nm such as 75
nm to 100 nm. In a particular non-limiting embodiment, the
protective coating 50 can have a thickness of at least 50 nm,
such as at least 75 nm, such as at least 100 nm, such as at feast
110 nm, such as at feast 120 nm, such as at least 150 nm, such
as at least 200 nm.

In another non-limiting embodiment, the protective coat-
ing 50 comprises silica having a thickness in the range of 10
nm to 100 nm, such as 10 nm to 80 nm, such as 20 nm to 80
nm, such as 30 nm to 70 nm, such as 40 nm to 60 nm, such as
50 nm. In a further non-limiting embodiment, the protective
coating 50 comprises silica having a thickness in the range of
10 nm to 500 nm, such as 10 nm to 400 nm, such as 20 nm to
300 nm, such as 50 nm to 200 nm, such as 75 nm to 150 nm,
such as 75 nm to 120 nm.

In another non-limiting embodiment, the protective coat-
ing 50 can comprise a multi-layer structure, e.g., a first layer
with at least one second layer formed over the first layer. In
one specific non-limiting embodiment, the first layer can
comprise alumina or a mixture or alloy comprising alumina
and silica. For example, the first layer can comprise a silica/
alumina mixture having greater than 5 wt. % alumina, such as
greater than 10 wt % alumina, such as greater than 15 wt. %
alumina, such as greater than 30 wt. % alumina, such as
greater than 40 wt % alumina, such as 50 wt. % to 70 wt. %
alumina, such as in the range of 70 wt % to 100 wt. % alumina
and 30 wt. % to 0 wt. % silica, such as greater than 90 wt. %
alumina, such as greater than 95 wt % alumina. In one non-
limiting embodiment, the first layer comprises all or substan-
tially all alumina. In one non-limiting embodiment, the first
layer can have a thickness in the range of greater than O nm to
1 micron, such as 5 nmto 10 nm, such as 10 nm to 25 nm, such
as 10 nm to 15 nm. The second layer can comprise silicaor a
mixture or alloy comprising silica and alumina. For example,
the second layer can comprise a silica/alumina mixture hav-
ing greater than 40 wt. % silica, such as greater than 50 wt. %
silica, such as greater than 60 wt. % silica, such as greater than
70 wt. % silica, such as greater than 80 wt. % silica, such as in
the range of 80 wt. % to 90 wt. % silica and 10 wt. % to 20 wt
% alumina, e.g., 85 wt % silica and 15 wt. % alumina. In one
non-limiting embodiment, the second layer can have a thick-
ness in the range of greater than 0 nm to 2 microns, such as 5
nm to 500 nm, such as 5 nm to 200 nm, such as 10 nm to 100
nm, such as 30 nm to 50 nm, such as 35 nm to 40 nm. In
another non-limiting embodiment, the second layer can have
athickness in the range of greater than O nm to 1 micron, such
as 5 nm to 10 nm, such as 10 nm to 25 nm, such as 10 nm to
15 nm. In another non-limiting embodiment, the protective
coating 50 can be a bilayer formed by one metal oxide-
containing layer (e.g., a silica and/or alumina-containing first
layer) formed over another metal oxide-containing layer
(e.g., a silica and/or alumina-containing second layer). The
individual layers of the multi-layer protective coating can be
of any desired thickness. Non-limiting examples of suitable
protective coatings are described, for example, in U.S. patent
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application Ser. Nos. 10/007,382; 10/133,805; 10/397,001;
10/422,094; 10/422,095; and 10/422,096.

As discussed above, the reflective article of the invention
can include one or more additional optional films, layers,
coatings or structures. Additional reflective articles of the
invention incorporating such additional structures will now
be described. However, it is to be understood that the specific
optional structures or coatings described are not limited to the
particular illustrated embodiments but that these structures
could be utilized interchangeably in any of the embodiments
of the invention.

Another non-limiting reflective article incorporating fea-
tures of the invention is illustrated in FIG. 16 as a solar mirror
3. In the embodiment illustrated in FIG. 1B, the solar mirror
3 includes a ply 12 with a first major surface 14, i.e. an outer
major surface, and an opposed second major surface 16, i.e.
an inner major surface, as described above. An optional
basecoat 102 can be provided over at least a portion of one of
the major surfaces, such as the second major surface 16. A
primary reflective coating 22 is formed over at least a portion
of the second major surface 16, e.g. over at least a portion of
the basecoat 102, if present. One or more optional corrosion
resistant or anti-corrosion coatings 104 can be provided, e.g.,
over at least a portion of the primary reflective coating 22. A
primer film 106 can be provided over or under at least a
portion of the anti-corrosion coating 104. A topcoat 40 can be
provided over at least a portion of the anti-corrosion coating
104, e.g., over at least a portion of the primer film 106. A
protective coating 50 can be provided over at least a portion of
the topcoat 40. An optional encapsulation structure 24 can be
provided over at least a portion of the protective coating 50.
While only one anti-corrosion coating 104 is shown, the
article could have multiple anti-corrosion coatings 104 and
multiple primer films 106 either above and/or below the anti-
corrosion coatings 104.

The ply 12, basecoat 102, primary reflective coating 22,
and protective coating 50 can be as described above. How-
ever, in this embodiment, the reflective article 3 also com-
prises other layers having other functions.

For example, the anti-corrosion coating 104 can provide
various benefits, such as corrosion inhibition and ultraviolet
screening benefits. Also, the anti-corrosion coating 104 can
provide some amount of electromagnetic energy reflection,
which can permit a thinner primary reflective layer 22 to be
used. The anti-corrosion coating 104 can also provide
mechanical and/or chemical protection to the underlying
coating layers. The anti-corrosion coating 104 can be pro-
vided under, over, or between one or more coating layers, e.g.,
the primary reflective coating(s) 22 or the top coat 40 (de-
scribed below). Alternatively or in addition thereto, the anti-
corrosion coating 104 can be provided under, over, or
between one or more layers of a protective coating 50. It is
believed that the anti-corrosion coating 104 increases the
corrosion resistance of the underlying coatings, and/or
enhances the visible light reflective of the solar mirror 3,
and/or will block or reduce the passage of UV radiation.
Examples of suitable materials for the anti-corrosion coating
104 include, but are not limited to, elemental metals and
alloys of two or more metallic elements which are members
of Groups 2-16 of the Periodic Table of the Elements, includ-
ing, but not limited to, nickel and nickel-containing alloys,
ferrous alloys and iron-containing alloys such as stainless
steels, aluminum and aluminum-containing alloys, copper
and copper-containing alloys, chromium and chromium-con-
taining alloys, titanium and titanium-containing alloys,
brasses such as Naval brass (an alloy of Cu, Zn and Sn),
Admiralty brass (an alloy of Zn, Sn and Cu), and Aluminum
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brass (an alloy of Cu, Zn and Al), cobalt and cobalt-contain-
ing alloys such as alloys of cobalt and chromium, zinc and
zinc-containing alloys, tin and tin-containing alloys, zirco-
nium and zirconium-containing alloys, molybedenum and
molybdenum-containing alloys, tungsten and tungsten-con-
taining alloys, niobium and niobium-containing alloys,
indium and indium-containing alloys, lead and lead-contain-
ing alloys, and bismuth and bismuth-containing alloys. Spe-
cific non-limiting embodiments include corrosion-resistant
metals and metal alloys including, but not limited to, nickel
and nickel-containing alloys such as Nickel 200, Inconel(r)
alloys such as Inconel 600 and Inconel 625, stainless steels
such as stainless steel 304 and stainless steel 316, Monel(r)
alloys such as Monel 400, Hastelloy(r) alloys, cobalt and
cobalt-containing alloys such as Stellite(r) alloys, Inco alloys
such as Inco Alloy C-276 and Inco Alloy 020, Incoloy(r)
alloys such as Incoloy 800 and Incoloy 825, copper and
copper-containing alloys such as brasses especially Naval
Brass (approximately 59% copper, 40% zinc, and 1% tin) and
Admiralty Brass (approximately 69% copper, 30% zinc, 1%
tin), silicon and silicon-containing alloys, titanium and tita-
nium-containing alloys, and aluminum and aluminum-con-
taining alloys such as aluminum 6061. If present, the anti-
corrosion coating(s) 104 can have any desired thickness. In
some non-limiting embodiments, the anti-corrosion coatings
104 can have thicknesses in the range of, but not limited to, 1
nm to 500 nm, such as 1 nm to 400 nm, such as 1 nm to 300
nm, such as 1 nm to 200 nm, such as 1 nm to 100 nm, such as
10 nm to 100 nm, such as 20 nm to 100 nm, such as 30 nm to
100 nm, such as 40 nm to 100 nm, such as 50 nm to 100 nm,
such as 20 nm to 40 nm, such as 30 nm to 40 nm, such as 30
nm to 35 nm. In other non-limiting embodiments, the anti-
corrosion coating(s) 104 can have a thickness of at least 10
nm, such as at least 20 nm, such as at least 30 nm, such as at
least 40 nm, such as at least 50 nm, such as at least 100 nm,
such as at least 200 nm. In one particular non-limiting
embodiment, the anti-corrosion coating(s) 104 comprise
Inconel and can have a thickness in the range of 10 nm to 100
nm, such as 10 nm to 80 nm, such as 15 nm to 50 nm, such as
20 nm to 40 nm, such as 30 nm to 40 nm, such as 30 nm to 35
nm.
The optional primer layer 106 can be formed above and/or
below the anti-corrosion coating(s) 104. The primer layer 106
is serves one or both of the following functions: (a) achemical
getter for oxygen or other chemical species (either endog-
enous or exogenous to the article) such that they react with the
primer layer(s) rather than the primary reflective coating 22,
and/or (b) a physical diffusion barrier to prevent chemical
species from reaching and affecting (not necessarily by
chemical reaction) the primary reflective coating 22. In one
specific embodiment, the optional primer layer(s) 106 can
comprise a metal or metal alloy which has a strong affinity for
oxygen and/or the chemical reaction product of the metal or
metal alloy with oxygen. The optional primer layer(s) 106
may also comprise materials which constitute a diffusion
barrier so as to prevent the diffusion of molecular or atomic
oxygen, water vapor, or other gaseous species from chemi-
cally reacting with the primary reflective coating 22. In one
particular embodiment, the primer layer 106 comprises tita-
nium, titanium oxide, or a mixture/combination thereof. In
one particular embodiment, the primer layer 106 can have a
thickness in the range of 0.1 to 10 nm, such as 0.5 to 6 nm,
such as 0.5 to 4 nm, such as 0.5 to 2 nm, such as 1 nm to 2 nm.

The top coat 40 is formed over at least a portion of the
primary reflective coating 22, e.g., over at least a portion of
the anti-corrosion layer 104, e.g., over at least a portion of the
primer layer 106. The top coat 40 can comprise one or more
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layers, e.g., one or more dielectric layers, such as one or more
metal oxides, nitrides, oxynitrides, borides, fluorides, or car-
bides, in one non-limiting embodiment, the topcoat 40 can be
a single layer comprising a zinc and tin oxide, such as zinc
stannate. In another particular non-limiting embodiment, the
top coat 40 can comprise a multi-film structure, as described
below with respectto FIG. 1C. However, it is to be understood
that the invention is not limited to oxide coatings. In one
non-limiting embodiment, the topcoat 40 comprises zinc
stannate. The top coat can have a thickness of at least 10 nm,
such as at least 20 nm, such as at least 50 nm, such as at least
75 nm, such as at least 100 nm, such as at least 150 nm, such
as at least 200 nm. In one particular non-limiting embodi-
ment, the top coat can have a thickness in the range of 5 nm to
600 nm, such as 10 nm to 500 nm, such as 60 nm to 500 nm,
e.g., 50 nm to 300 nm, such as 100 nm to 260 nm, such as 100
nm to 200 nm, such as 120 nm to 165 nm, such as 110 nm to
165 nm. Generally, the thicker the top coat, the more protec-
tion it provided to the underlying coating layers.

The optional encapsulation structure 24 can be formed over
and/or around at least a portion of the coated ply 12 described
above. In one non-limiting embodiment, the encapsulation
structure 24 is formed at least partly by an encapsulating
material 92. Suitable encapsulating materials 92 can include
polymeric materials, inorganic materials, or composites,
combinations, blends, mixtures, and alloys thereof. When a
substantial portion or all of the encapsulation material 92
comprises a polymeric material, the encapsulation material
92 may be deposited by any conventional means, such as but
not limited to brush coating, roll coating, spray coating, cur-
tain coating, dip coating, spin coating, knife-edge coating,
screen printing, flood coating, electrocoating (a.k.a. elec-
trodeposition), and powder coating. Suitable polymeric
encapsulating materials 92 include, but are not limited to,
thermoplastics, thermosets, elastomers, and thermoplastic
elastomers formed by addition polymerization or condensa-
tion polymerization, with or without cross-linking, and
copolymers, composites, combinations, mixtures, blends,
and alloys thereof. However, encapsulants comprising poly-
meric materials may employ various additives and fillers
including initiators, photoinitiators, plasticizers, stabilizers,
preservatives, biocides, flattening agents, flow agents, anti-
oxidants, UV absorbers, surfactants, dyes, pigments, and
inorganic or organic fillers. Potential all-polymeric encapsu-
lation materials may comprise, but are not limited to, poly-
acrylates, polyalkyds, polyacrylnitriles, polyesters, polyfluo-
rocarbons, polyvinyls, polyureas, polymelamines, and
polycarbonates. For example, the encapsulation structure 24
can include acrylic-based coatings, urethane-based coatings,
fluropolymer and/or chlorofluoropolymer coatings (e.g.
polyfluroethylene, polychlorotrifluoroethylene, etc), polyvi-
nylidene chloride-based coatings, ethylene vinyl alcohol-
based coatings, polyacrylonitrile-based coatings, cyclic ole-
fin polymers or copolymer-based coatings, inorganic/organic
composite coatings: organic polymer matrix with one or more
inorganic phases (e.g. ceramics like silicon dioxide and alu-
minum oxide) dispersed within either uniformly or non-uni-
formly, plasma-sprayed inorganic coatings: ceramics (e.g.
silicon dioxide, aluminum oxide, silicon nitride, titanium
boride, titanium carbide, boron nitride, silicon carbide) and
metals/metal alloys (aluminum, titanium, nickel-based alloys
like Inconel, ferrous alloys like stainless steel), vulcanized
butadiene-based coatings (e.g., synthetic rubber with sulfur
crosslinking), UV-curable polysiloxane coatings, laminates
comprising polymer interlayers (e.g. ethylene vinyl acetate or
polyvinylidene chloride interlayers) and glass back plates. In
one non-limiting embodiment, the polymeric material is free
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ofheavy metals, such as lead. For encapsulants comprising all
inorganic materials, suitable materials include, but are not
limited to, metals, metal alloys, or ceramics and composites
or combinations thereof. Examples of suitable processes to
deposit such inorganic encapsulants include physical vapor
deposition (e.g. sputter deposition, electron beam evapora-
tion, thermal evaporation, cathodic arc deposition, plasma
spray deposition, flame spray deposition, pyrolytic spray
deposition, ion-assisted deposition), chemical vapor deposi-
tion (e.g. thermal CVD, plasma-assisted/plasma-enhanced
CVD), sol-gel deposition, other wet-chemical processes (e.g.
ceramic enamels), and combinations thereof. Further, the
encapsulating structure 24 may comprise both polymeric and
inorganic materials in combination.

Specific coatings suitable for the encapsulation structure
24 include, but are not limited to, the Corabond® family of
coatings (such as Corabond® HC7707 coating) commer-
cially available from PPG industries, Inc. of Pittsburgh, Pa.,
Ferro GAL-1875 “Etch” ceramic enamel, Cosmichrome®
coating (commercially available from Gold Touch, Inc.),
Sureguard® mirror backing coating (commercially available
from Spraylat Corporation), EcoBrite® ink coatings (com-
mercially available from PPG Industries, Inc), PRC 4429 and
PRC 4400 coatings commercially available from PRC
DeSoto, and Spraylat Lacryl Series 700 or 800 coatings
(available from Spraylat Corporation). Alternatively, the
encapsulating structure 24 could be metallic, such as formed
by one or more metallic layers, such as those described above
with respect to the anti-corrosion coating 104, formed over
the second reflective coating 22 with an optional polymeric
material formed over the metallic layer(s). Additional
examples of non-polymeric/inorganic encapsulants include
ceramic enamels, sol-gel ceramic coatings, flame-sprayed
ceramic or metallic coatings, plasma-sprayed ceramic or
metallic coatings, and cathodic arc-sprayed ceramic or metal-
lic coatings. In one specific non-limiting embodiment, the
encapsulation structure 24 can be a multi-layer structure, such
as a bilayer coating having a low lead-containing or lead free
basecoat and a low lead-containing or lead free topcoat.

A further non-limiting solar mirror 10 incorporating fea-
tures of the invention is illustrated in FIG. 1C. In the embodi-
ment illustrated in FIG. IC, the solar mirror 10 includes a first
ply 12 with a first major surface 14, 1.e. an outer major surface,
and an opposed second major surface 16, i.e. an inner major
surface, as described above. In one non-limiting embodiment,
an optional secondary reflective coating 20 is formed over at
least a portion of the inner surface 16. In another non-limiting
embodiment, the optional secondary reflective coating 20 can
be formed over at least a portion of the outer major surface 14.
A primary reflective coating 22 is formed over at least a
portion of the second major surface 16, e.g. over at least a
portion of the secondary reflective coating 20 if the secondary
reflective coating 20 is present and on the second major sur-
face 16. An anti-corrosion coating 104 can be formed over at
least a portion of the primary reflective coating 22. A top coat
40 can be formed over at least a portion of the anti-corrosion
coating 104. A protective coating 50 can be formed over at
least a portion of the top coat 40. The mirror 10 can also
include an encapsulating structure 24.

The optional secondary reflective coating 20, if present,
can provide one or more functions in the solar mirror 10. In
one nonlimiting embodiment, the secondary reflective coat-
ing 20 can be selected to enhance the overall electromagnetic
radiation reflection of the reflective article in a particular area
or range of electromagnetic radiation. The secondary reflec-
tive coating 20 can be selected or designed to enhance the
reflection of electromagnetic radiation in one or more por-
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tions of the electromagnetic spectrum (e.g. visible, infrared,
ultraviolet). In one non-limiting embodiment, the secondary
reflective coating 20 can be selected to enhance the reflection
of short wavelength radiation, such as less than 600 nm, such
as less than 560 nm, such as in the range 0f 400 nm to 550 nm.
Alternatively, the secondary reflective coating 20 can be
tuned, such as by varying its thickness, to reflect UV radia-
tion. The secondary reflective coating 20 can comprise one or
more layers of reflective material, such as one or more layers
of'metal oxide materials. In one specific nonlimiting embodi-
ment, the secondary reflective coating 20 comprises alternat-
ing layers of a relatively high refractive index material and a
relatively low refractive index material. A “high” refractive
index material is any material having an index of refraction
higher than that of the “low” refractive index material. In one
non-limiting embodiment, a low refractive index material is a
material having an index of refraction of less than or equal to
1.75. Nonlimiting examples of low refractive index materials
include silica, alumina, fluorides (such as magnesium fluo-
ride and calcium fluoride) and alloys, mixtures or combina-
tions thereof. In one nonlimiting embodiment, a high refrac-
tive index material has an index of refraction greater than
1.75. Non-limiting examples of such materials include tita-
nia, zirconia, zinc stannate, silicon nitride, zinc oxide, tin
doped zinc oxide, niobium oxide, tantalum oxide, and alloys,
mixtures and combinations thereof. The secondary reflective
coating 20 can be, for example but not limiting to the present
invention, a multi-layer coating as shown in FIG. 1C having a
first layer 26, e.g., a first dielectric layer, and a second layer
28, e.g., a second dielectric layer. In one non-limiting
embodiment, the first layer 26 has a high refractive index and
the second layer 28 has a low refractive index. In one non-
limiting embodiment, the first layer 26 comprises titania and
the second layer 28 comprises silica. In one specific non-
limiting embodiment, the first layer, e.g., titania, has a thick-
ness in the range of 15 nm to 35 nm, such 20 nm to 30 nm,
such as 22 nmto 27 nm, such as 25 nm. The second layer, e.g.,
silica, can have a thickness in the range of 30 nm to 60 nm,
such 35 nm to 50 nm, such as 40 nm to 50 nm, such as 42 nm.
It is to be understood that the materials of the secondary
reflective coating 20 are not limited to metal oxides. Any
materials, such as but not limited to oxides, nitrides, oxyni-
trides, fluorides, etc. could be utilized.

In the nonlimiting embodiment shown in FIG. 1C, an
optional adhesive layer 30 can be provided between the sec-
ondary reflective coating 20 and the primary reflective coat-
ing 22. The adhesive layer 30 can be any layer that enhances
the adhesion between the secondary and primary reflective
coatings 20, 22 or improves the mechanical and/or chemical
durability of the secondary or primary reflective coatings 20,
22. The adhesive layer 30 can comprise at least one material
selected from dielectrics, semiconductors, polymers, organ-
ics, or layers of metal or metal alloys. In one non-limiting
embodiment, the adhesive layer 30 comprises at least one
material selected from oxides, nitrides, or oxynitrides of zinc,
tin, titanium, or combinations thereof, such as but not limited
to zinc oxide, titania, or a zinc/tin oxide such as zinc stannate.
For example, the adhesive layer 30 can have a thickness of
less than or equal to 5 nm, such as less than or equal to 4 nm,
such as less than or equal to 3 nm, such as less than or equal
to 2 nm, such as less than or equal to 1 nm.

In the illustrated exemplary embodiment shown in FIG.
1C, the top coat 40 is formed over at least a portion of the
primary reflective coating 22. The top coat 40 can be as
described above. In one specific non-limiting embodiment,
the topcoat can comprise one or more layers, .g., one or more
dielectric layers, such as one or more metal oxides, nitrides,
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oxynitrides, borides, fluorides, or carbides. In one particular
non-limiting embodiment, the top coat 40 comprises a multi-
film structure having a first film 42, e.g., a metal oxide film, a
second film 44, e.g., a metal alloy oxide or oxide mixture film,
and optionally a third film 46, e.g., a metal oxide film. How-
ever, it is to be understood that the invention is not limited to
oxide coatings and that other coatings, such as but not limited
to nitrides or oxynitrides, could be used. In one non-limiting
embodiment, the topcoat 40 can comprise zinc oxide or a
zinc/tin oxide, such as zinc stannate, and can have a thickness
in the range of 1 nm to 500 nm, such as 5 nm to 500 nm, such
as 10 nm to 500 nm, such as 50 nm to 500 nm, e.g., 50 nm to
300 nm, such as 100 nmto 250 nm, such as 100 nm to 200 nm,
such as 120 nm to 165 nm.

In one non-limiting embodiment, the first film 42 can be a
zinc-containing film, such as zinc oxide. The zinc oxide film
can be deposited from a zinc cathode that includes other
materials to improve the conductivity and sputtering charac-
teristics of the cathode. For example, the zinc cathode can
include a small amount (e.g., 10 wt. % or less, such as O wt. %
to 5 wt. %) of a conductive material, such as tin, to improve
the sputtering characteristics of the cathode. In which case,
the resultant zinc oxide film would include a small percentage
of'tin oxide, e.g., 0to 10 wt. % tin oxide, e.g., 0 to 5 wt. % tin
oxide. A coating layer deposited from a zinc cathode having
10 wt. % or less tin is referred to herein as “a zinc oxide” layer
even though a small amount of the tin (e.g. 10 wt. %) may be
present. The small amount of tin in the cathode is believed to
form a small amount of tin oxide in the predominantly zinc
oxide-containing film. In one non-limiting embodiment, the
zinc oxide first film 42 comprises 90 wt. % zinc and 10 wt %
tin and has a thickness in the range of 1 nm to 200 nm, such as
1 nm to 150 nm, such as 1 nm to 100 nm, such as 1 nm to 50
nm, such as 1 nm to 25 nm, such as 1 nm to 20 nm, such as 1
nmto 10 nm, such as 2 nm to 8 nm, such as 3 nm to 8 nm, such
as 4 nm to 7 nm, such as 5 nm to 7 nm, such as 6 nm.

In one non-limiting embodiment, the second film 44 can be
a zinc/tin alloy oxide or zinc/tin oxide mixture film. The
zinc/tin ahoy oxide can be that obtained from magnetron
sputtering vacuum deposition from a cathode of zinc and tin
that can comprise zinc and tin in proportions of 10 wt. % to 90
wt. % zinc and 90 wt. % to 10 wt. % tin. One suitable metal
alloy oxide that can be present in the second film 44 is zinc
stannate. By “zinc stannate” is meant a composition of
Zn,Sn, O, . (Formula 1) where “x” varies in the range of
greater than O to less than 1, For instance, “x” can be greater
than 0 and can be any fraction or decimal between greater
than 0 to less than 1. For example where x=2/3, Formula 1 is
Zn,,;Sn, ;0,,;, which is more commonly described as
“Zn,Sn0,”. A zinc stannate-containing film has one or more
of the forms of Formula 1 in a predominant amount in the
film. In one non-limiting embodiment, a zinc stannate second
film 44 can have a thickness in the range of 1 nm to 200 nm,
such as 1 nm to 150 nm, such as 1 nm to 100 nm, such as 1 nm
to 50 nm, such as 1 nm to 25 nm, such as 1 nm to 20 nm, such
as 5nm to 15 ram, such as 6 nm to 14 nm, such as 8 nm to 14
nm, such as 10 nm to 14 nm, such as 11 nm to 13 nm, such as
12 nm.

In one non-limiting embodiment, the optional third film 46
can be zinc containing film similar to the first film 42, e.g., a
zinc oxide film. In one non-limiting embodiment, the optional
zinc oxide third film 46 has a thickness in the range of 1 nm to
200 nm, such as 1 nm to 150 nm, such as 1 nm 100 nm, such
as 1 nm to 50 nm, such as 1 nm to 25 nm, such as 1 nm to 10
nm, such as in the range of 2 nm to 8 nm, such as in the range
of'3 nmto 8 nm, such as in the range of 4 nm to 7 nm, such as
in the range of 5 nm to 7 nm, such as 6 nm.
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In one non-limiting embodiment, the solar mirror 10 can
have a photoactive coating 60, such as a photocatalytic and/or
photohydrophilic coating, formed over at least a portion of the
first surface 14. A non-limiting example of one suitable mate-
rial for the photoactive coating 60 is titania. The photoactive
coating 60 can be deposited directly on the first surface 14 or
a barrier layer, such as a sodium ion diffusion barrier (SIDB)
layer 64 can be provided between the first surface 14 and the
photoactive coating 60. A non-limiting example of a suitable
SIDB layer material is silica or alumina or combinations
thereof. Alternatively, the photoactive coating 60 can be
eliminated and just the SIDB layer formed over the first
surface 14.

Some or all of the coatings described above for the reflec-
tive articles of the invention can be deposited by any conven-
tional method, such as but not limited to wet chemical meth-
ods (e.g. precipitation of the coating from solution,
electroless plating, sol-gel chemistry, etc.), electrochemical
methods (e.g. electroplating/electrodeposition), sputter
deposition (e.g. magnetron sputter vapor deposition
(MSVD)), evaporation (e.g. thermal or electron beam evapo-
ration), chemical vapor deposition (CVD), spray pyrolysis,
flame-spraying, or plasma-spraying In one non-limiting
embodiment, some or all of the coatings can be deposited by
MSVD. Examples of MSVD coating devices and methods
will be well understood by one of ordinary skill in the art and
are described, for example, in U.S. Pat. Nos. 4,379,040;
4,861,669; 4,898,789; 4,898,790; 4,900,633; 4,920,006;
4,938,857; 5,328,768; and 6,492,750. For example, the pri-
mary reflective coating 22 can be applied by wet chemical
methods (e.g. “wet-silver” deposition—precipitation of sil-
ver from sever nitrate solution), if desired. In one non-limit-
ing embodiment, one or more layers of the secondary reflec-
tive coating 20 can be applied by conventional CVD methods,
for example on a float glass ribbon while the ribbon is in the
tin bath. The primary reflective coating 22 and one or more
layers of the top coat 40 can then be applied by a different
process, such as MSVD. Alternatively, all of the coatings can
be applied by the same process, such as by MSVD. It is
believed that applying at least some of the coatings by sput-
tering has advantages over many other techniques. For
example, it is possible to deposit a wide range of materials in
asingle vacuum chamber. Also, sputter deposition is expected
to yield layers having higher chemical purity than conven-
tional wet chemistry methods. Further, sputtering eliminates
the liquid waste stream produced from wet chemical methods
and also enables other metals to be easily deposited. More-
over, sputtering allows inorganic oxides to be deposited to be
used for adhesion layers, chemical barriers and mechanical
protection.

The encapsulation structure 24 can be formed over and/or
around at least a portion of the coated ply described above.
The encapsulation structure 24 is not limited to the examples
described above but could include any material to protect the
underlying coating materials from chemical and or mechani-
cal attack. For example, in the solar mirror 80 shown in FIG.
2, the encapsulation structure 24 includes a second ply 82
connected to the first ply 12, e.g., to the protective coating 60,
by a polymeric layer 84. The second ply 82 can be selected
from the materials described above for the first ply 12 and can
be the same or different from the first ply 12. Additionally, the
second ply 82 need not be transparent to electromagnetic
radiation in any portion of the electromagnetic spectrum.

The polymeric layer 84 can be of any desired material and
can include one or more layers or plies. The layer(s) 84 may
comprise thermoplastics, thermosets, elastomers, and/or
thermoplastic elastomers. The layer 84 can be a polymeric or
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plastic material, such as, for example, polyvinylbutyral, plas-
ticized polyvinyl chloride, or multi-layered thermoplastic
materials including polyethyleneterephthalate, ethylene
vinyl acetate (EVA), polyvinyl chloride, polyvinylidene chlo-
ride, polycarbonate, polyacrylates (e.g. polymethyl-
methacrylate, polyacrylonitrile), polysiloxanes, fluoropoly-
mers, polyesters, melamines, polyureas, polyurethanes,
polyalkyds, polyphenol formaldehydes, etc. Suitable materi-
als are disclosed in, but are not limited to, U.S. Pat. Nos.
4,287,107 and 3,762,988. The layer 84 secures the first and
second plies together, can provide energy absorption, and can
increase the strength of the laminated structure. In one non-
limiting embodiment, the layer 84 is polyvinylbutyral and has
athickness inthe range 0f 0.5 mmto 1.5 mm, such as 0.75 mm
to 0.8 mm.

In the solar mirror 90 of the invention shown in FIG. 3, a
polymeric encapsulation structure 24 formed at least partly
by an encapsulating material 92 as described above can be
used. The encapsulating material 92 can wrap around at least
part of the sides (minor surfaces) of the solar mirror 90 pro-
viding an edge seal for the article. Alternatively, a conven-
tional edge sealant, such as but not limited to polyvinylidene
chloride (PVDC), can be applied to the edges, i.e., minor
surfaces, of the article before the encapsulating material is
applied.

Another solar mirror 100 of the invention is shown in FIG.
4. The solar mirror 100 includes a first ply 12 as described
above. In this embodiment, the secondary reflective coating
20 is absent. The primary reflective coating 22 can be applied
over at least a portion of the second major surface 16. In one
particular embodiment, a basecoat 102 is provided between
the second major surface 16 and the primary reflective coat-
ing 22. The basecoat 102 can be the same as described above.

In this embodiment, the primary reflective coating 22 can
be any of the materials described above with reference to the
earlier embodiments. In one particular embodiment, the pri-
mary reflective coating 22 comprises metallic silver having a
thickness in the range of 10 nm to 500 nm, such as 50 nm to
500 nm, such 50 nm to 300 nm, such as 50 nm to 200 nm, such
as 100 nm to 200 nm, such as 100 nm to 150 nm, such as 110
nm to 140 nm, such as 120 nm to 140 nm, such as 128 nm to
132 nm. In another particular embodiment, the primary
reflective coating 22 comprises metallic silver having a thick-
ness in the range of 1 nm to 500 nm, such as 50 nm to 500 nm,
such 50 nm to 300 nm, such as 50 nm to 200 nm, such as 50
nm to 150 nm, such as 70 nm to 150 nm, such as 90 nm to 120
nm, such as 90 nm to 130 nm, such as 90 nm to 100 nm, such
as 90 nm to 95 nm.

The top coat 40 can be a single layer or a multi-layer
structure having a first layer 110 and a second layer 112. In
one particular embodiment, the first metal oxide layer 110
comprises zinc oxide having a thickness in the range of 1 nm
to 30 nm, such as 1 nm to 25 nm, such as 5 nm to 20 nm, such
as 10 nm to 20 nm, such as 10 nm to 17 nm. The second layer
112 comprises zinc stannate having a thickness in the range of
10 nm to 100 nm, such as 40 nm to 45 nm.

The solar mirror 100 can also include a protective coating
114 which can be the same or similar to the protective coating
50 described above. In one particular embodiment, the pro-
tective coating 114 comprises silica having a thickness in the
range of 10 nm to 500 nm, such as 10 nm to 300 nm, such as

10

15

20

25

30

35

40

45

50

55

18

10 nm to 100 nm, such as 20 nm to 100 nm, such as 30 nm to
80 nm, such as 40 nm to 60 nm, such as 50 nm to 60 nm, such
as 57 nm.

FIG. 5 shows a reflective article of the invention (e.g., a
solar mirror 1, 3,10, 80, 90,100) of the invention mounted on
a support base 120. The reflective article is mounted such that
the first major surface 14 faces outwardly. The reflective
article can be mounted in any conventional method, such as
by an adhesive or by securing the article mechanically in a
frame, just to name a few. The base 120 can be connected to
the encapsulating structure 24 as described above. Alterna-
tively, the encapsulating structure 24 can be eliminated and
the base 120 connected with the outer coating layer of the
coating stack, e.g., the protective coating 50. The base 120
can be of any desired material, such as, but not limited to
metal (such as aluminum, stainless steel, etc.) or a polymeric
material, such as plastic.

The invention provides highly reflective articles that are
useful in many applications, such as but not limited to solar
mirrors. The reflective articles of the invention can have a
hemispherical solar-weighted, integrated Rg reflectance
(WIRg) of at least 50%, such as at least 60%, such as at least
70%, such as at least 80%, such as at least 90%, such as at
least 91%, such as at least 92%, such as at least 93%, such as
at least 94%, such as at least 95%, such as in the range of 90%
to 96%.

As described above and as shown in the following
Examples, an advantage of the reflective article of the inven-
tion over conventional wet-chemical mirrors is that the reflec-
tive article of the invention can be coated and then heated to a
temperature sufficient to heat treat or bend the coated article
(prior to the application of any polymeric encapsulating
structure) without adversely impacting upon the reflectance
of the article. Also, coatings of the invention can exhibit an
improvement in spectral performance (i.e. an increase in
reflectance over some or all of the measured spectral range)
and an increase in solar weighted integrated reflectance after
heating. For example, a reflective article of the invention
having basecoat and/or primary reflective coating and/or sec-
ondary reflective coating and/or anti-corrosion coating and/or
topcoat and/or protective coating can be heated to a tempera-
ture sufficient to bend or heat treat the article prior to appli-
cation of the encapsulation structure. For example, the sub-
strate and coatings could be heated to at least 300° F. (149°
C.), such as at least 350° F. (177° C.), such as at least 400° F.
(204° C.), such as at least 500° F. (260° C.), such as at least
750° F. (399° C.), such as at least 800° F. (427° C.), such as at
least 900° F. (482° C.), such as at least 1000° F. (538° C.),
such as at least 1022° F. (550° C.), such as at least 1100° F.
(593° C.), such as at least 1200° F. (849° C.), such as at least
1300° F. (704° C.), such as in the range of 350° F. (177° C.) to
1300° F. (704° C.).

The invention will now be described with respect to spe-
cific examples illustrating various mirror structures incorpo-
rating various aspects of the invention. However, it is to be
understood that the invention is not limited to these specific
examples.

EXAMPLES

Table 1 shows the structure for various mirrors (Samples
1-10) of the invention.

TABLE 1
Sample T,0, T, Inconel T, S85/
No. Basecoat Ag  Primer T,0, ZnO Zn,SnO, 600 Primer T,0, ZnO Zn,Sn0O, AllS
1 1.5 130 2.5 0 12 10 33 0 0 0 0 60
2 1.5 130 2.5 0 9 10 0 0 0 9 0 60
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TABLE 1-continued
Sample T, T; Inconel T; S;85/
No. Basecoat Ag  Primer T, O, ZnO Zn,SnO, 600 Primer T,0, ZnO Zn,Sn0O, AllS5
3 1.5 120 15 0 12 10 33 0 0 0 0 60
4 1.5 120 15 0 9 10 0 0 0 0 0 60
5 1.5 120 15 0 0 0 0 0 0 10 21 60
6 1.5 120 0 0 0 0 33 0 0 10 12 60
7 1.5 120 0 0 0 0 33 0 0 0 0 60
8 1.5 120 15 0 5 21 33 0 0 0 0 60
9 1.8 127 1.6 18 0 0 33 0 0o 17 ) 57
10 1.8 132 0 0 0 0 20 1 0 10 ) 57
11 1.6 128 0 0 0 0 33 1 0 0 48 111
12 2 128 0 0 0 0 33 1 0 0 110-120  85-120
13 2 128 0 0 0 0 33 1 0 0 120-165  75-120
14 2 91 0 0 0 0 31 1 0 0 153 100
15 2 95 0 0 0 0 33 1 0 0 137 76
Table 2 shows the hemispherical WIRg reflectance (hemi- a primary reflective coating over at least a portion of the
spherical solar-weighted, integrated Rg reflectance) of the adhesive layer and comprising at least one metallic
mirrors of Samples 1-15 before and after heating. From these 20 layer;
res?ls, it gpptears thaft th.e hemlsiﬂnltlﬁrlc.al solte.lr-welghFed wnte- an anti-corrosion coating over at least a portion of the
grated reflectance of mirrors of the invention can increase primary reflective coating;
upon heating. The “Softening Point” column means that the . . .
coated articles were placed in an oven at 1300° F. (704° C.) a topcoat over at least a portion of the anti-corrosion coat-
and heated (about 5 minutes) to the softening point of the 25 ing and comprising one or more oxide materials;
glass (the maximum temperature of the coated surface was a protective coating formed over at least a portion of the
approximately 1185° F. (641° C.). topcoat; and
TABLE 2
As Deposited 30 mins Softening
(unheated) @ 350°F. (177° C.) Point
Sample ASTM G-173- ISO ASTM G-173- ISO ASTM G-173- SO
No. 3AM-1.5D 9050 3AM-1.5D 90350 3AM-1.5D 9050
1 92.9 92.7 93.6 93.4 93.1 92.8
2 92.6 92.4 93.5 93.3 94.2 94.1
3 Not Measured Not Measured ~Not Measured Not Measured Not Measured Not Measured
4 Not Measured Not Measured ~Not Measured Not Measured Not Measured Not Measured
5 92.8 92.6 93.4 93.3 93.8 93.6
6 92.8 92.6 93.4 93.3 93.9 93.8
7 92.9 92.7 93.5 93.4 93.9 93.7
8 92.9 92.7 93.5 93.3 88.5 88.1
9 92.7 92.4 93.7 93.5 94.2 94.0
10 93.1 92.9 No Data No Data 93.9 93.8
11 94.0 93.8 No Data No Data 95.5 95.3
12 No Data No Data No Data No Data No Data No Data
13 No Data No Data No Data No Data No Data No Data
14 93.7 93.4 No Data No Data 95.4 95.2
15 94.0 93.7 No Data No Data 95.4 95.2
It will be readily appreciated by those skilled in the art that < wherein the primary reflective coating is opaque to visible
modifications may be made to the invention without depart- light.
ing from the concepts disclosed in the foregoing description. 2. The reflective article of claim 1, wherein the adhesive
Accordingly, the particular embodiments described in detail layer comprises zinc stannate layer - ) )
herein are illustrative only and are not limiting to the scope of 3. The reflective article of claim 1, wherein the adhesive
the invention, which is to be given the full breadth of the __ layer comprises zinc stannate having a thickness of less than
appended claims and any and all equivalents thereof. orequal to 5 nm. ) ) ) )
4. The reflective article of claim 1, wherein the protective
What is claimed is: coating comprises a material selected from silica, alumina, or
1. A reflective article, comprising: a mixture of silica and alumina and has a thickness in the
a transparent substrate having a first major surface and a range of 50 nm to 120 nm.
second major surface; 60 5. The reflective article of claim 1, further comprising a
an infrared reflective layer over at least a portion of the photoactive coating formed over at least a portion of the first
second major surface, wherein the infrared reflection major surface.
layer comprises silver; 6. The reflective article of claim 1, wherein the hemispheri-
an adhesive layer over at least a portion of the infrared cal solar-weighted, integrated Rg reflectance of the reflective
reflective layer, the adhesive layer comprising at least 65 article is at least 90%.

one material selected from oxides, nitrides, or oxyni-
trides of zinc, tin, titanium, and combinations thereof;

7. The reflective article of claim 1, wherein the primary
reflective coating comprises at least one metal selected from
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the group consisting of platinum, iridium, osmium, palla-
dium, aluminum, gold, copper, silver, or mixtures, or alloys
thereof.

8. The reflective article of claim 7, wherein the primary
reflective coating comprises silver having a thickness in the
range of 50 nm to 250 nm.

9. The reflective article of claim 1, wherein the anti-corro-
sion coating comprises at least one nickel containing mate-
rial.

10. The reflective article of claim 9, wherein the anti-
corrosion coating comprises at least one nickel-containing
alloy having a thickness in the range of 10 nm to 50 nm.

11. The reflective article of claim 1, wherein the topcoat
comprises one or more oxide materials.

12. The reflective article of claim 11, wherein the topcoat
comprises zinc stannate having a thickness in the range of 50
nm to 300 nm.

13. The reflective article of claim 1, including an encapsu-
lation structure formed over at least a portion of the protective
coating.

14. The reflective article of claim 13, wherein the encap-
sulation structure comprises a polymeric material.

15. A reflective article, comprising:

a transparent glass substrate having a first major surface

and a second major surface;

an infrared reflective layer over at least a portion of the

second major surface, wherein the infrared reflective
layer comprises silver;

an adhesive layer over at least a portion of the infrared

reflective layer, the adhesive layer comprising at least
one material selected from oxides, nitrides, or oxyni-
trides of zinc, tin, titanium, and combinations thereof;

a primary reflective coating over at least a portion of the

adhesive layer, wherein the primary reflective coating
comprises at least one metal selected from platinum,
iridium, osmium, palladium, aluminum, gold, copper,
silver, or mixtures, alloys, or combinations thereof, and
wherein the primary reflective coating has a thickness in
the range of 50 nm to 500 nm, and wherein the primary
reflective coating is opaque to visible light;

an anti-corrosion coating over at least a portion of the

primary reflective coating, wherein the anti-corrosion
coating comprises at least one metal or metal alloy from
members of Groups 2-16 of the Periodic Table of the
Elements and has a thickness in the range of 20 nm to 40
nm;
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a top coat over at least a portion of the anti-corrosion
coating, wherein the top coat comprises at least one layer
comprising a material selected from metal oxides,
nitrides, oxynitrides, borides, fluorides, or carbides, and
wherein the top coat has a thickness in the range of 5 nm
to 500 nm; and

an inorganic protective coating over at least a portion ofthe
top coat, wherein the protective coating comprises a
material selected from silica, alumina, or a mixture of
silica and alumina and has a thickness in the range of 50
nm to 500 nm.

16. The reflective article of claim 15, wherein the hemi-
spherical solar-weighted, integrated Rg reflectance of the
reflective article is at least 90%.

17. A method of making a reflective article, comprising:

on a transparent glass substrate having a first major surface
and a second major surface, forming an infrared reflec-
tive layer over at least a portion of the second major
surface, wherein the infrared reflective layer comprises
silver;

forming an adhesive layer over at least a portion of the
infrared reflective layer, the adhesive layer comprising at
least one material selected from oxides, nitrides, or
oxynitrides of zinc, tin, titanium, and combinations
thereof;

forming a primary reflective coating over at least a portion
ofthe adhesive layer, the primary reflective coating com-
prising at least one metallic layer;

forming an anti-corrosion coating over at least a portion of
the primary reflective coating, the anti-corrosion coating
comprising at least on nickel containing material;

forming a topcoat over at least a portion of the anti-corro-
sion coating, the topcoat comprising one or more oxide
materials,

forming a protective coating over at least a portion of the
primary reflective coating; and

wherein the primary reflective coating is opaque to visible
light.

18. The method of claim 17, including heating the coated
substrate to a temperature sufficient to bend or heat treat the
glass.

19. The method of claim 17, wherein the hemispherical
solar-weighted, integrated Rg reflectance of the reflective
article is at least 90%.

20. The method of claim 17, further comprising heating the
reflective article to a temperature of at least 350° F.
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